
2299 Preface

2301 Microstructures, crystallography of interfaces, and creep
behavior of melt-growth composites

2309 Residual stresses in YAG phase of melt growth Al2O3/YAG
eutectic composite estimated by indentation fracture test and
finite element analysis

2319 Residual stresses in YAG phase in directionally solidified eutectic
Al2O3/YAG ceramic composite estimated by X-ray diffraction

2325 Crystallography and thermal stability of textured Co-YSZ
cermets from eutectic precursors

2331 Calculation of mechanical properties of hypothetic eutectic
nanocomposites LaB6–MeB2

2337 Crack propagation in directionally solidified eutectic ceramics

2345 Fracture toughness and strength of Al2O3–Y3Al5O12 and
Al2O3–Y3Al5O12–ZrO2 directionally solidified eutectic oxides up
to 1900 K

2353 The water vapor hot gas corrosion of MGC materials with Al2O3
as a phase constituent in a combustion atmosphere

2359 Corrosion and recession mechanism of Lu2Si2O7/mullite eutectic

2363 Phase equilibria in the refractory oxide systems of zirconia,
hafnia and yttria with rare-earth oxides

2389 Phase diagram of the Al2O3–ZrO2–Er2O3 system

2399 Crystallization behavior of the eutectic glass in the
C12A7–CaYAlO4 system

2405 Nanoparticulate composites of melt textured YBa2Cu3O7�x
superconductors

2411 Directional solidification of Al2O3–Al2TiO5 system

2421 Lanthanum phosphate calcium aluminate glasses: 27Al and 31P
NMR spectroscopy

2433 Laser processed protonic ceramics

I Keyword List

III Notes for Authors

A. Sayir

L. Mazerolles, L. Perriere, S. Lartigue-Korinek, 
N. Piquet and M. Parlier 

S. Ochiai, S. Ikeda, S. Iwamoto, J.J. Sha, 
H. Okuda, Y. Waku, N. Nakagawa, A. Mitani, 
M. Sato and T. Ishikawa

J.J. Sha, S. Ochiai, H. Okuda, Y. Waku, 
N. Nakagawa, A. Mitani, M. Sato and T. Ishikawa

M.A. Laguna-Bercero, A. Larrea, R.I. Merino, 
J.I. Peña and V.M. Orera

B. Galanov, V. Kartuzov, Y. Kartuzov and 
K. Rotmistrovsky

L. Perrière, R. Valle, L. Mazerolles and M. Parlier

J.Y. Pastor, J. LLorca, A. Martín, J.I. Peña 
and P.B. Oliete

M. Fritsch and H. Klemm

S. Ueno, H.-T. Lin and T. Ohji

E.R. Andrievskaya

S.M. Lakiza & L.M. Lopato

N. Sakamoto, K. Suda, T. Watanabe, 
N. Matsushita and M. Yoshimura

O. Jongprateep and F. Dogan 

M.-H. Berger and A. Sayir

R. Marzke, S. Boucher, G. Wolf, J. Piwowarczyk
and W. Petuskey

F.W. Dynys, M.H. Berger and A. Sayir

Contents

Journal of the European Ceramic Society 28 (2008) iii

Available online at www.sciencedirect.com

doi:10.1016/S0955-2219(08)00305-1


