
1067 Electrophoretic deposition: Fundamentals and applications

1069 EPD kinetics: A review

1079 Critical particle concentration in electrophoretic deposition

1089 Impedance study of the electrophoretic deposition of yttrium
silicate from a polymeric precursor sol

1097 Electrophoretic deposition of doped ceria: Effect of solvents on
deposition microstructure

1105 The influence of pH on particle packing in YSZ coatings
electrophoretically deposited from a non-aqueous suspension

1115 Electrophoretic deposition of carbon nanotube–ceramic
nanocomposites

1131 Fabrication of CNT-SiC/SiC composites by electrophoretic
deposition

1139 Electrophoretic deposition (EPD) of WO3 nanorods for
electrochromic application

1145 Electrophoretic deposition and characterization of Eu2O3
nanocrystal—Carbon nanotube heterostructures

1151 Electrophoretic deposition of surface-modified titanate nanosheets
via layer-by-layer assembly and deposited film properties

1159 Electrophoretic deposition for fabrication of ceramic microparts

1163 Electrophoretic deposition as rapid prototyping method

1171 Fabrication of c-axis oriented zinc oxide by electrophoretic
deposition in a rotating magnetic field

1177 Fabrication of particle and composition gradients by systematic
interaction of sedimentation and electrical field in
electrophoretic deposition

1187 Experimental verification of pH localization mechanism of
particle consolidation at the electrode/solution interface and its
application to pulsed DC electrophoretic deposition (EPD)

1195 Fabrication of textured alumina by orienting template particles
during electrophoretic deposition

A.R. Boccaccini

B. Ferrari & R. Moreno

S. Radice, C.R. Bradbury, J. Michler & 
S. Mischler 

O. Schneider, J. Große-Brauckmann & 
C. Argirusis

S. Panigrahi, S. Bhattacharjee, L. Besra, 
B.P. Singh & S.P. Sinha

H. Xu, I.P. Shapiro & P. Xiao

A.R. Boccaccini, J. Cho, T. Subhani, C. Kaya & 
F. Kaya

K. König, S. Novak, A. Ivekovič, K. Rade,
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